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Compliance Laboratory

Shenzhen Most Technology Service Co., Limited Report No.: MTHB 23040007
No.5, Nangshan 2" Rd., North Hi-Tech Industrial park, Nanshan Shenzhen Guangdong, China
Tel:(86) 755-86026850 Fax:(86) 755-26013350
Http:// www.szmost.com Email: szmost@szmost.com
Customer . Shenzhen NCTS Technology Co., Ltd.

Address : Room 519 of block 5, Jiada Development building, No. 5 SongPingshan Road,

Nanshan District, Shenzhen, China

Report on the submitted sample said to be

Sample name . Interactive Whiteboard and Touch Screen Overlay(Touch Frame)

Model name : NCTS-IWB86, NCTS-IWB90, NCTS-IWB95, NCTS-IWB96,
NCTS-IWB102

Item/Lot No. Do

Material Do

Trademark : NCTS

Buyer Do

Supplier Do

Manufacturer . Shenzhen NCTS Technology Co., Ltd.

Remark . Frame is different

Provision updates the Applicant, manufacturer, model, trademark base on
the original report No. MTR/QAH/E18070098

Date of receipt of test item: 2017-07-03
Date (s) of performance of tests: 2018-07-04 to 2018-07-12

RESULTS: (PASS) Please refer to next page.

All reports as specified by client, determine the Lead, Cadmium, Mercury, Hexavalent Chromium and /
or PBB & PBDE content in the submitted samples which are restricted in Directive 2011/65/EU (RoHS).

*sEOR FURTHER DETAILS, PLEASE REFER TO THE FOLLOWING PAGE (S) ******

Signed for Shenzhen Most Technology Service Co., Limited

Written by:

Approved by:
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No. Test Sample Test Data(ppm) Limits Remark:

Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)

1 Plastic corner  (Top) H963+N-D- ngz+0.1%(1000mg/kg) )
Cr’": N.D. Cr>":0.19%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDEs: 0.1%(1000mg/kQg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)

2 Plastic corner  (bottom) H963+N-D- ng:+0.1%(1000mg/ kg) .
Cr’": N.D. Cr>:0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDEs: 0.1%(1000mg/kQg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)
Hg: N.D. Hg: 0.1%(1000mg/kg)

3 | Hexagonal Rubber stopper |6+, \ o Cr°:0.1%(1000mgkg) |
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDEs: 0.1%(1000mg/kQg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)

. . 0,

4 NE series Infrared filter 2?6+NNDD gg“oollf/itigg(r)nrr?g%) --
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDEs: 0.1%(1000mg/kQg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)

5 Double-end wire ng:+N'D' ng:+0.1%(1000mg/kg) -
Cr’": N.D. Cr>":0.19%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDESs: 0.1%(1000mg/kg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)

6 USB Cable ngj+N_D_ ngz+0.1%(1000m g/kg) B
Cr’": N.D. Cr>":0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDESs: 0.1%(1000mg/kg)
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Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)

; USB Cable Hgﬁ:+N.D. HgG:+0.1%(1OOOm g/kg) B
Cr’": N.D. Cr>": 0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDESs: 0.1%(1000mg/kg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)

8 L Shape Connection metal ng:+N'D' HgG.+O.1%(1OOOmg/kg) -
Cr’": N.D. Cr>": 0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDESs: N.D. PBDESs: 0.1%(1000mg/kg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)

9 Pointer ng:+N.D. ng:+0.1%(1000mg/kg) B
Cr’": N.D. Cr>:0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDESs: N.D. PBDESs: 0.1%(1000mg/kg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)

10 Eraser Hg6;+N,D, HgG:+0.1%(1OOOmg/kg) B
Cr’": N.D. Cr>":0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDESs: N.D. PBDESs: 0.1%(1000mg/kg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)

11 Screw ng:+N .D. HgG:+0. 1%(1000mg/kg) B
Cr’": N.D. Cr>": 0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDEs: 0.1%(1000mg/kQ)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)

12 Hardware fixer ng:+N'D' H96:+0.1%(1000mg/kg) --
Cr’": N.D. Cr>": 0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDESs: N.D. PBDESs: 0.1%(1000mg/kg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)

13 Pen Holder Aluminum ng:+N'D' ng:+0.1%(1000mg/kg) -
Cr’": N.D. Cr>":0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDESs: 0.1%(1000mg/kg)
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Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)

14 Pen Holder Aluminum ng:+N'D' HgG:+0.1%(1OOOmg/kg) __
Cr’": N.D. Cr>": 0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDEs: 0.1%(1000mg/kQg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)

15 |Pen Holder Primary aluminum ng:+N'D' H96.+0.1%(1000mg/kg) -
Cr’": N.D. Cr>": 0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDESs: N.D. PBDEs: 0.1%(1000mg/kQg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)

16 External Aluminum ng:+N.D. ng:+0.1%(1000mg/kg) B
Cr’": N.D. Cr>:0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDEs: 0.1%(1000mg/kQg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)

17 External Aluminum ng:+N'D' ng:+0' 1%(1000mg/kg) -
Cr’": N.D. Cr>":0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDESs: N.D. PBDEs: 0.1%(1000mg/kQg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)

18 External AluminumRaw  [Hg: N.D. Hg: 0.1%(1000mg/kg) B

Materials Cr®: N.D. Cr®": 0.1%(1000mg/kg)

PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDEs: 0.1%(1000mg/kQ)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)

19 External Aluminum ng:+N'D' H96:+0' 196(1000mg/kg) -
Cr’": N.D. Cr>": 0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDESs: N.D. PBDEs: 0.1%(1000mg/kQg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)

20 External Aluminum ng:+N'D' ng:+0' 1%6(1000mg/kg) -
Cr’": N.D. Cr>":0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDEs: 0.1%(1000mg/kQg)
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Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)
External AluminumRaw  [Hg: N.D. Hg: 0.1%(1000mg/kg)

21 Materials Cr®": N.D. Cr®": 0.1%(1000mg/kg) i
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDESs: 0.1%(1000mg/kg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)

22 External Aluminum ng:+N'D' H96:+0' 196(1000mg/kg) -
Cr’": N.D. Cr>": 0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDESs: N.D. PBDESs: 0.1%(1000mg/kg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)

93 External Aluminum ng:+N.D. ng:+0.1%(1000mg/kg) B
Cr’": N.D. Cr>:0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDESs: N.D. PBDESs: 0.1%(1000mg/kg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)

External AluminumRaw  [Hg: N.D. Hg: 0.1%(1000mg/kg)

24 Materials Cr®":N.D. Cr®*:0.1%(1000mg/kg) B
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDESs: N.D. PBDESs: 0.1%(1000mg/kg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)

25 Iron Wall-mounted shelf ng:+N'D' HgG:+0.1%(1OOOmg/kg) --
Cr’": N.D. Cr>": 0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDEs: 0.1%(1000mg/kQ)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)

26 Whiteboard Panel HgG:+N.D. HgG:+O.1%(1OOOmg/kg) i
Cr’": N.D. Cr>": 0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDESs: N.D. PBDESs: 0.1%(1000mg/kg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)

27 Carton Hg6;+N,D, ng:+0.1%(1000mg/kg) B
Cr’": N.D. Cr>":0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDESs: 0.1%(1000mg/kg)
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Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)
: Hg: 0.1%(1000mg/k
28 Carton ng'+N'D' 96+ o g/kg) __
Cr’": N.D. Cr>": 0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDEs: 0.1%(1000mg/kQg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)
: Hg: 0.1%(1000mg/k
29 Polystyrene ng'+N'D' 96+ o g/kg) -
Cr’": N.D. Cr>": 0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDESs: N.D. PBDEs: 0.1%(1000mg/kQg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)
. . 0,
30 Polystyrene ng.+N.D. ng.+0.1A>(1000mg/kg) N
Cr’": N.D. Cr>:0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDEs: 0.1%(1000mg/kQg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)
: Hg: 0.1%(1000mg/k
31 Polystyrene Bar ng'+N'D' ge+ o o/kg) -
Cr’": N.D. Cr>":0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDESs: N.D. PBDEs: 0.1%(1000mg/kQg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)
. . 0,
32 Polystyrene Bar ng.+N.D. HgG.+0. 1%(1000mg/kg) B
Cr’": N.D. Cr>": 0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDEs: 0.1%(1000mg/kQ)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)
Hg: N.D. Hg: 0.1%(1000mg/kg)
33 polybag 6+ 6+ --
Cr’": N.D. Cr>": 0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDESs: N.D. PBDEs: 0.1%(1000mg/kQg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)
: Hg: 0.1%(1000mg/k
34 Specifications ng;N'D' ge+ o o/ka) -
Cr’": N.D. Cr>":0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDEs: 0.1%(1000mg/kQg)
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Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)
: Hg: 0.1%(1000mg/k
35 Stickers ng'+N'D' 96,, o gka) i
Cr’": N.D. Cr>": 0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDEs: 0.1%(1000mg/kQg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)
: Hg: 0.1%(1000mg/k
36 Nameplate Stickers ng;N'D' 96,, o g/kg) __
Cr’": N.D. Cr>": 0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDESs: N.D. PBDEs: 0.1%(1000mg/kQg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)
. . 0,
37 Bandage Hg6.+N .D. ng.+0. 1%(1000mg/kg) B
Cr’": N.D. Cr>:0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDEs: 0.1%(1000mg/kQg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)
3g [Whiteboard pen (Outsourcing Hg: N.D. ng:+0.1%(1000mg/kg) -
Cr®":N.D. Cr®":0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDESs: 0.1%(1000mg/kg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)
Hg: N.D. Hg: 0.1%(1000mg/kg)
39 CcD 6+ 6+ -
Cr’": N.D. Cr>": 0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDEs: 0.1%(1000mg/kQ)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)
: Hg: 0.1%(1000mg/k
40 | Semi-finished goods Module ng'+N'D' 96+ o g/kg) -
Cr’": N.D. Cr>": 0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDESs: N.D. PBDEs: 0.1%(1000mg/kQg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)
: Hg: 0.1%(1000mg/k
4 Film line ng'+N'D' S . ok9) -
Cr’": N.D. Cr>":0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDEs: 0.1%(1000mg/kQg)
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Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)
Hg: N.D. Hg: 0.1%(1000mg/kg)
42 Screw 61 o -
Cr": N.D. Cr’":0.19%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDEs: 0.1%(1000mg/kQg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)
: Hg: 0.1%(1000mg/k
43 Internal Aluminum ng'+N'D' 96+ o g/kg) -
Cr™": N.D. Cr’":0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDEs: 0.1%(1000mg/kQg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)
4 Internal AluminumRaw  |Hg: N.D. Hg: 0.1%(1000mg/kg) B
material Cr®": N.D. Cr®*:0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDEs: 0.1%(1000mg/kQg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)
: Hg: 0.1%(1000mg/k
45 Internal Aluminum ng;N'D' ge+ o g/kg) -
Cr’": N.D. Cr>":0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDEs: 0.1%(1000mg/kQg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)
. . 0
46 Internal Aluminum Raw ng'+N'D' HgG.+0.1/o(1OOOmg/kg) --
il Cr’": N.D. Cr>": 0.1%(1000mg/kg)
materia PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDEs: 0.1%(1000mg/kQ)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)
: Hg: 0.1%(1000mg/k
47 Stickers ng'+N'D' 96+ o g/kg) -
Cr’": N.D. Cr>": 0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDEs: 0.1%(1000mg/kQg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)
: Hg: 0.1%(1000mg/k
48 Semi-finishedpce |19 N-D- 9: 0.19%( g/kg) .
Cr’": N.D. Cr>":0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDEs: 0.1%(1000mg/kQg)
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Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)
: Hg: 0.1%(1000mg/k
49 Light Hg: N.D. g: o( g/kg) N
Cr’": N.D. Cr>": 0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDESs: 0.1%(1000mg/kg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)
: Hg: 0.1%(1000mg/k
50 Stickers ng'+N'D' 96+ o g/kg) -
Cr’": N.D. Cr>": 0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDESs: N.D. PBDESs: 0.1%(1000mg/kg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)
51 Semi-finished PCS ng.+N.D. ng.+0.1A)(1000mg/kg) B
Cr’": N.D. Cr>:0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDESs: N.D. PBDESs: 0.1%(1000mg/kg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)
: Hg: 0.1%(1000mg/k
52 Chip Resistor ng;N'D' ge+ o o/kg) -
Cr’": N.D. Cr>":0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDESs: N.D. PBDESs: 0.1%(1000mg/kg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)
53 Patch exclusion ng.+N.D. HgG.+0. 1%(1000mg/kg) B
Cr>": N.D. Cr>": 0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDEs: 0.1%(1000mg/kQ)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)
. Hg: N.D. Hg: 0.1%(1000mg/kg)
54 Capacitance ot o -
Cr’": N.D. Cr>": 0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDESs: N.D. PBDESs: 0.1%(1000mg/kg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)
: Hg: 0.1%(1000mg/k
55 Audion ng'+N'D' ge+ o g/kg) -
Cr’": N.D. Cr>":0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDESs: 0.1%(1000mg/kg)
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Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)
Hg: N.D. Hg: 0.1%(1000mg/kg)

56 Ic Cr®*: N.D. Cr®*:0.19%(1000mg/kg) B
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDESs: 0.1%(1000mg/kg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)

57 Strip. Socket Hg6:+N.D. HgG:+O.1%(1OOOmg/kg) B
Cr’": N.D. Cr>": 0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDESs: N.D. PBDESs: 0.1%(1000mg/kg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)

58 PCB Bare board ng:+N.D. ng:+0.1%(1000m o/kg) B
Cr’": N.D. Cr>:0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDESs: N.D. PBDESs: 0.1%(1000mg/kg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)

59 Semi-finishedpce |19 N-D- Hg: 0.1%(1000mg/kg) -
Cr’": N.D. Cr>":0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDESs: N.D. PBDESs: 0.1%(1000mg/kg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)

60 Light ng:+N.D. HgG:+0.1%(1OOOmg/kg) -
Cr’": N.D. Cr>": 0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDEs: 0.1%(1000mg/kQ)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)

61 Stickers HgG:+N.D. HgG:+O.1%(1OOOmg/kg) B
Cr’": N.D. Cr>": 0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDESs: N.D. PBDESs: 0.1%(1000mg/kg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)

62 pCsSemi-finished |19 N-D- Hg: 0.1%(1000mg/kg) -
Cr’": N.D. Cr>":0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDESs: 0.1%(1000mg/kg)

Date: April 18, 2023
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Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)

63 Chip Resistor ng:+N'D' HgG:+0.1%(1OOOmg/kg) __
Cr’": N.D. Cr>": 0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDESs: 0.1%(1000mg/kg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)

64 Patch exclusion ng:+N'D' HgG:+O.1%(1OOOmg/kg) -
Cr’": N.D. Cr>": 0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDESs: N.D. PBDESs: 0.1%(1000mg/kg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)

65 Capacitance ng:+N.D. ng:+0.1%(1000mg/kg) B
Cr’": N.D. Cr>:0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDESs: N.D. PBDESs: 0.1%(1000mg/kg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)

66 Audion Hg6;+N,D, HgG:+0.1%(1OOOmg/kg) B
Cr’": N.D. Cr>":0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDESs: N.D. PBDESs: 0.1%(1000mg/kg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)

67 Ic Hg: N.D. Hg: 0.1%(1000mg/kg) B
Cr®: N.D. Cr®": 0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDEs: 0.1%(1000mg/kQ)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)

68 Strip. Socket ng:+N.D. HgG:+O.1%(1OOOmg/kg) B
Cr’": N.D. Cr>": 0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDESs: N.D. PBDESs: 0.1%(1000mg/kg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)

69 PCBBare board ng:+N'D' ng:+0.1%(1000mg/kg) -
Cr’": N.D. Cr>":0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDESs: 0.1%(1000mg/kg)
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Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)
: Hg: 0.1%(1000mg/k
70 PCB Semi-finished |19, N-D- 9: 0.19( g/kg) N
Cr’": N.D. Cr>": 0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDESs: 0.1%(1000mg/kg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)
: Hg: 0.1%(1000mg/k
- Light ng.+N.D. g o( g/kg) N
Cr’": N.D. Cr>": 0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDESs: N.D. PBDESs: 0.1%(1000mg/kg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)
. . 0
77 Stickers ng.+N.D. ng.+0.1A)(1000mg/kg) N
Cr’": N.D. Cr>:0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDESs: N.D. PBDESs: 0.1%(1000mg/kg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)
: Hg: 0.1%(1000mg/k
73 pCS Semi-finished |19 N-D- g: 0.19%( g/kg) .
Cr’": N.D. Cr>:0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDESs: N.D. PBDESs: 0.1%(1000mg/kg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)
. . 0
74 Chip Resistor ng.+N.D. HgG.+0.1 %(1000mg/kg) B
Cr>": N.D. Cr>": 0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDEs: 0.1%(1000mg/kQ)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)
: Hg: 0.1%(1000mg/k
75 Patch exclusion ng'+N'D' 96+ o g/kg) -
Cr’": N.D. Cr>": 0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDESs: N.D. PBDESs: 0.1%(1000mg/kg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)
. Hg: N.D. Hg: 0.1%(1000mg/kg)
76 Capacitance ot o+ -
Cr’": N.D. Cr>":0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDESs: 0.1%(1000mg/kg)
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Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)
: Hg: 0.1%(1000mg/k
77 Audion Ho: N.D. g o g/kg) B
Cr": N.D. Cr’":0.19%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDEs: 0.1%(1000mg/kQg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)
78 Ic Hg: N.D. Hg: 0.1%(1000mg/kg)
Ccr®: N.D. Cr®":0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDEs: 0.1%(1000mg/kQg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)
79 Strip. Socket Hg: N.D. Hg: 0.1%(1000mg/kg) B
Cr®": N.D. Cr®*:0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDEs: 0.1%(1000mg/kQg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)
: Hg: 0.1%(1000mg/k
80 PCBBare board ng'+N'D' ge+ o g/kg) -
Cr’": N.D. Cr>":0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDEs: 0.1%(1000mg/kQg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)
81 PCBSemi-finished ng.+N.D. HgG.+0.1 %(1000mg/kg) B
Cr’": N.D. Cr>": 0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDEs: 0.1%(1000mg/kQ)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)
: Hg: 0.1%(1000mg/k
- Light ng.+N.D. g: o( g/kg) B
Cr’": N.D. Cr>": 0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDEs: 0.1%(1000mg/kQg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)
: Hg: 0.1%(1000mg/k
83 Stickers ng'+N'D' ge+ o g/kg) -
Cr’": N.D. Cr>":0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDEs: 0.1%(1000mg/kQg)
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Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)

84 pCssemi-finished |19 NP Hg: 0.19(1000mg/kg) N
Cr’": N.D. Cr>": 0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDEs: 0.1%(1000mg/kQg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)

: Hg: 0.1%(1000mg/k

85 | Inductor (Magneticbead) 2?6+NNDD C?“: O.l‘V(o (1000”% /ié) -
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDEs: 0.1%(1000mg/kQg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)

86 Chip Resistor ng:+N.D. ng:+0.1%(1000mg/kg) B
Cr’": N.D. Cr>:0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDEs: 0.1%(1000mg/kQg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)

87 Patch exclusion ng:+N'D' ng:+0.1%(1000mg/kg) -
Cr’": N.D. Cr>":0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDEs: 0.1%(1000mg/kQg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)

88 Patch exclusion ng:+N.D. HgG:+0.1%(1OOOm g/kg) B
Cr’": N.D. Cr>": 0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDEs: 0.1%(1000mg/kQ)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)

. Hg: N.D. Hg: 0.1%(1000mg/kg)

89 Capacitance ot o -
Cr’": N.D. Cr>": 0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDEs: 0.1%(1000mg/kQg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)

% Diode Hg6;+N,D, ng:+0.1%(1000mg/kg) B
Cr’": N.D. Cr>":0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDEs: 0.1%(1000mg/kQg)

Date: April 18, 2023

Page 14 of 26



http://www.szmost.com/
mailto:szmost@szmost.com

Nast

Compliance Laboratory

Shenzhen Most Technology Service Co., Limited

Report No.: MTHB 23040007

No.5, Nangshan 2" Rd., North Hi-Tech Industrial park, Nanshan Shenzhen Guangdong, China
Tel:(86) 755-86026850
Http:// www.szmost.com

Fax:(86) 755-26013350
Email: szmost@szmost.com

Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)
: Hg: 0.1%(1000mg/k
91 Audion Ho: N.D. g o g/kg) B
Cr’": N.D. Cr>": 0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDEs: 0.1%(1000mg/kQg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)
92 Ic Hg: N.D. Hg: 0.1%(1000mg/kg)
Ccr®: N.D. Cr®":0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDEs: 0.1%(1000mg/kQg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)
93 Strip. Socket Hg: N.D. Hg: 0.1%(1000mg/kg) B
Cr®": N.D. Cr®*:0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDEs: 0.1%(1000mg/kQg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)
: Hg: 0.1%(1000mg/k
94 PCBBare board ng'+N'D' ge+ o g/kg) -
Cr’": N.D. Cr>":0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDEs: 0.1%(1000mg/kQg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)
95 PCBSemi-finished ng.+N.D. HgG.+0.1/o(1OOOmg/kg) B
Cr’": N.D. Cr>": 0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDEs: 0.1%(1000mg/kQ)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)
: Hg: 0.1%(1000mg/k
% Light ng.+N.D. g: o( g/kg) B
Cr’": N.D. Cr>": 0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDEs: 0.1%(1000mg/kQg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)
: Hg: 0.1%(1000mg/k
97 Stickers ng'+N'D' ge+ o g/kg) -
Cr’": N.D. Cr>":0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDEs: 0.1%(1000mg/kQg)
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Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)
Hg: N.D. Hg: 0.1%(1000mg/kg)

% PCSSemi-finished Cr®*: N.D. Cr®*:0.19%(1000mg/kg) B
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDEs: 0.1%(1000mg/kQg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)

99 Chip Resistor ng:+N'D' HgG:+O.1%(1OOOmg/kg) -
Cr’": N.D. Cr>": 0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDESs: N.D. PBDEs: 0.1%(1000mg/kQg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)

100 Chip Resistor ng:+N.D. ng:+0.1%(1000mg/kg) B
Cr’": N.D. Cr>:0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDEs: 0.1%(1000mg/kQg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)

101 Patch exclusion ng:+N'D' ng:+0.1%(1000mg/kg) -
Cr’": N.D. Cr>":0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDESs: N.D. PBDEs: 0.1%(1000mg/kQg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)

102 Chip Resistor ng:+N.D. HgG:+0.1%(1OOOmg/kg) B
Cr’": N.D. Cr>": 0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDEs: 0.1%(1000mg/kQ)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)

103 Capacitance ng:+N'D' HgG:+O.1%(1OOOmg/kg) -
Cr’": N.D. Cr>": 0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDESs: N.D. PBDEs: 0.1%(1000mg/kQg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)

104 Audion Hg6;+N,D, ng:+0.1%(1000mg/kg) B
Cr’": N.D. Cr>":0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDEs: 0.1%(1000mg/kQg)
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Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)
Hg: N.D. Hg: 0.1%(1000mg/kg)
105 IC o o -
Cr": N.D. Cr’":0.19%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDEs: 0.1%(1000mg/kQg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)
106 Strip. Socket Hg: N.D. Hg: 0.1%(1000mg/kg) B
Ccr®: N.D. Cr®":0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDEs: 0.1%(1000mg/kQg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)
. . 0
107 PCBBare board ng.+N.D. ng.+0. 1%(1000mg/kg) N
Cr’": N.D. Cr>:0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDEs: 0.1%(1000mg/kQg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)
: Hg: 0.1%(1000mg/k
108 pCBSemi-finished |19 N-D- g: 0.19%( g/kg) .
Cr’": N.D. Cr>":0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDEs: 0.1%(1000mg/kQg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)
. . 0
109 Light ng.+N.D. HgG.+0. 1%(1000mg/kg) -
Cr’": N.D. Cr>": 0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDEs: 0.1%(1000mg/kQ)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)
: Hg: 0.1%(1000mg/k
110 Stickers ng'+N'D' 96+ o g/kg) -
Cr’": N.D. Cr>": 0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDEs: 0.1%(1000mg/kQg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)
: Hg: 0.1%(1000mg/k
111 pCsSemi-finished |19 N-D- 9: 0.19%( g/kg) .
Cr’": N.D. Cr>":0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDEs: 0.1%(1000mg/kQg)
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Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)

112 | Inductor (Magneticbead) ~[H9: N-D. Hg: 0.1%(1000mg/kg) B
Cr®: N.D. Cr®": 0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDEs: 0.1%(1000mg/kg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)

113 Chip Resistor Hg: N.D. Hg: 0.1%(1000mg/kg) --
Ccr®: N.D. Cr®":0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDEs: 0.1%(1000mg/kg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)

114 Patch exclusion Hg: N.D. Hg: 0.1%(1000mg/kg) B
Cr®*: N.D. Cr®*:0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDEs: 0.1%(1000mg/kg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)

115 Chip Resistor Hg: N.D. Hg: 0.1%(1000mglkg) -~
Cr®":N.D. Cr®*:0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDESs: 0.1%(1000mg/kg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)

116 Patch exclusion Hg: N.D. Hg: 0.1%(1000mg/kg) B
Cr®: N.D. Cr®": 0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDEs: 0.1%(1000mg/kQ)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)

: Hg: 0.1%(1000mg/k

117 Chip Resistor ng'+N'D' 96+ o g/kg) -
Cr’": N.D. Cr>": 0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDEs: 0.1%(1000mg/kg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)

: Hg: 0.1%(1000mg/k

118 Capacitance ng'+N'D' ge+ o g/kg) -
Cr’": N.D. Cr>":0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDESs: 0.1%(1000mg/kg)
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Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)
119 Diode Hg: N.D. Hg: 0.1%(1000mg/kg) B
Cr®: N.D. Cr®": 0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDESs: 0.1%(1000mg/kg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)
: Hg: 0.1%(1000mg/k
120 Audion Ho: N.D. g9 o g/kg) B
Cr’": N.D. Cr>": 0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDESs: 0.1%(1000mg/kg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)
121 Ic Hg: N.D. Hg: 0.1%(1000mg/kg) B
Cr®": N.D. Cr®*:0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDESs: 0.1%(1000mg/kg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)
122 Strip. Socket Hg: N.D. Hg: 0.1%(1000mg/kg) B
Cr®":N.D. Cr®*:0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDESs: N.D. PBDESs: 0.1%(1000mg/kg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)
. . 0,
123 PCBBare board ng.+N.D. HgG.+0.1 %(1000mg/kg) B
Cr’": N.D. Cr>": 0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDEs: 0.1%(1000mg/kQ)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)
: Hg: 0.1%(1000mg/k
124 pCsSemi-finished |19 N-D- 9: 0.19%( g/kg) .
Cr’": N.D. Cr>": 0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDESs: 0.1%(1000mg/kg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)
195 Strip. Socket Hg: N.D. Hg: 0.1%(1000mg/kg) B
Cr®":N.D. Cr®*:0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDESs: N.D. PBDESs: 0.1%(1000mg/kg)
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Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)

126 PCBBare board Hg: N.D. Hg: 0.1%(1000mglkg) --
Cr®: N.D. Cr®": 0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDESs: N.D. PBDESs: 0.1%(1000mg/kg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)

127 pCBSemi-finished |19 N-D- Hg: 0.1%(1000mg/kg) -
Ccr®: N.D. Cr®":0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDESs: N.D. PBDESs: 0.1%(1000mg/kg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)

128 Strip. Socket Hg: N.D. Hg: 0.1%(1000mg/kg) B
Cr®": N.D. Cr®*:0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDESs: N.D. PBDESs: 0.1%(1000mg/kg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)

129 Stickers Hg: N.D. Hg: 0.1%(1000mg/kg) B
Cr®":N.D. Cr®*:0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDES: 0.1%(1000mg/kg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)

130 PCSSemi-finished Hg: N.D. Hg: 0.1%(1000mg/kg) B
Cr®: N.D. Cr®": 0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDEs: 0.1%(1000mg/kQ)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)

131 | Inductor (Magneticbead) Hg: N.D. Hg: 0.1%(1000mg/kg) -
Cr®: N.D. Cr®":0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDESs: N.D. PBDESs: 0.1%(1000mg/kg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)

137 | Inductor (Magneticbead) ~[H9: N-D. Hg: 0.1%(1000mg/kg) N
Cr®":N.D. Cr®*:0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDES: 0.1%(1000mg/kg)
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Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)

133 Chip Resistor ng:+N'D' HgG:+0.1%(1OOOmg/kg) -
Cr’": N.D. Cr>": 0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDESs: N.D. PBDESs: 0.1%(1000mg/kg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)

134 Patch exclusion ng:+N'D' HgG:+O.1%(1OOOmg/kg) -
Cr’": N.D. Cr>": 0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDESs: N.D. PBDESs: 0.1%(1000mg/kg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)

135 Capacitance ng:+N.D. ng:+0.1%(1000mg/kg) B
Cr’": N.D. Cr>:0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDESs: N.D. PBDESs: 0.1%(1000mg/kg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)

136 Diode Hg6;+N,D, HgG:+0.1%(1OOOmg/kg) B
Cr’": N.D. Cr>":0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDESs: N.D. PBDESs: 0.1%(1000mg/kg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)

137 Ic ng:+N.D. HgG:+0. 1%(1000mg/kg) B
Cr’": N.D. Cr>": 0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDEs: 0.1%(1000mg/kQ)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)

138 Crystal Oscillator |19, N-D: Hg: 0.1%(1000mg/kg) .
Cr’": N.D. Cr>": 0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDESs: N.D. PBDESs: 0.1%(1000mg/kg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)

139 Strip.  Socket H963+N-D- ng:+0.1%(1000mg/ kg) -
Cr’": N.D. Cr>":0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDESs: 0.1%(1000mg/kg)
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Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)
: Hg: 0.1%(1000mg/k
140 Fuse Ho: N.D. g o g/kg) B
Cr’": N.D. Cr>": 0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDEs: N.D. PBDEs: 0.1%(1000mg/kQg)
Cd: N.D. Cd: 0.01%(100mg/kg)
Pb: N.D. Pb: 0.1%(1000mg/kg)
: Hg: 0.1%(1000mg/k
141 PCBBare board ng'+N'D' gﬁ+ o g/kg) -
Cr’": N.D. Cr>": 0.1%(1000mg/kg)
PBBs: N.D. PBBs: 0.1%(1000mg/kg)
PBDESs: N.D. PBDEs: 0.1%(1000mg/kQg)
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Note:

-N.D. = not detected (<5ppm)

-N.A. = not applicable
- “¥"=The sample is negative for Cr(VI) — The Cr(VI) concentration is below 0.10 pg/cm3. The

coating is considered a non-Cr(VI) based coating.
“#" = copper alloy. The lead content which is under 4% (40000ppm) is exempted from the
requirement of RoHS Directive 3011/65/EU (RoHS)

“PBBs"=Contains: Monobromobiphenyl; Dibromobiphenyl; Tribromobiphenyl; Tetrabromobipheny;
Pentabromobiphenyl; Hexabromobiphenyl; Heptabromobiphenyl; Octabromobiphenyl;
Nonabromobiphenyl; Decabromobiphenyl.

“PBDEs"= Contains: Monobromodiphenyl ether; Dibromodiphenyl ether; Tribromodiphenyl ether;
Tetrabromodiphenyl ether; Pentabromodiphenyl ether; Hexabromodiphenyl ether;
Heptabromodiphenyl ether; Octabromodiphenyl ether; Nonabromodiphenyl ether;
Decabromodiphenyl ether.

Not directed is reported when the reading is less than detection limit value.

1) This report is not a formal test report but only consolidating the test data listed above;

3) The above test report of raw material which is not issued by MOST is offered by the applicant as a
reference of consolidated data;

3) MOST has not conducted any verification on the test data in the above test report that is not issued
by MOST.

4) This report can not by issued repeatedly unless there is a written approval by the lab.
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APPENDIX |
(Photos of the Sample)
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Appendix |

Front views of “Interactive Whiteboard and Touch Screen Overlay(Touch Frame)”

PEEERRUE E
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------ End of report ----
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